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S W Y  AND CONCLUSIONS 

Hydraulic flume t e s t s  were conducted jointly by the Bituminous Section 
and the Hydraulics Branch t o  determine the  effectiveness of cationic 
asphalt emulsion f o r  sealing canals when applied by the ponding method. 
The t e s t s  were mde i n  a 12-inch wide by 20-inch deep by 30-foot long 
r e c i ~ u l a t i n g  flume i n  the Iiydraulics Laboratory, Figure 1, using 
f ine sandy s o i l ,  Figure 2, and various formulations of cationic 
asphalt emulsion. Conclusions result ing from the t e s t s  are: 

1, The flume t e s t s  indicate t ha t  with an application r a t e  of 
l/2 gallon per  square yard, cationic asphalt emulsion sealant 
effects  a near waterbight sea l ,  Figure 3. However, fur ther  t e s t s  
indicated tha t  most of the  sealing developed i n  t h e  top  inch of 
the sealant t reated s o i l ,  even though as much as  9 inches of 
sealant penetration were obtained. Approximately 40 percent of t he  
sealing effected iras l o s t  on remxLng the upper 1/2-inch thickness 
of t reated so i l .  

2. I n  the t e s t s  where 7 t o  9 inches of sealant penetration were 
obtained, it vias Jetenained tha t  the  average asphalt content of 
the  t reated s o i l  was 5.4 percent f o r  tiis top 1 inch, 1.4 percent 
f o r  t he  next 6 inches, and 0.9 percent f o r  the  l a s t  2 inches based 
upon the dry vieight of s o i l .  

3 The cationic asphalt emulsion sealant resulted i n  a high degree 
of s tab i l iza t ion  of the sandy s o i l  a t  the surface. No erosion of 
the t reated surface was observed with water veloci t ies  of 3.6 f ee t  
per second. 

*Same as Laboratory Repol% No. B-32 and Hydraulics Branch Report 
No. Hyd-512. 



4. Tests showed tha t  by use of a small a~i3unt of sealant 
(0.1 gallon per  square yard) it w a s  possible t o  reseal  t he  
s o i l  where the origin21 t reated sealant surface had been 
punctured. 

On c o q l e t i o n  of the  flm t e s t s  t he  cat ionic  asphalt emulsion 
t reated s o i l  was removed from the flume and analyzed i n  the  
Bitwinous Laboratorj. 

Under the Lower Cost, Canal Lining hogram, a concentrated e f fo r t  is 
being made t o  develop chemicals o r  other materials t o  effect  sealing 
i n  unlined ear th  canals. T h i s  work is being carried on in close 
coordination with industr;. Cne method of application of sealant 
materials is by the waterborne treatment where t he  ml te r ia l  is added 
t o  t he  canal e i t he r  i n  flowing water o r  i n  ponded sections. Thus fa r ,  
laboratory and f i e l d  investigations of canal sealants have been chiefly 
l imited t o  three materials, one being cationic asphalt emulsion. 

The cat ionic  asphalt emulsion is a re la t ive ly  new development of t he  
asphalt industry as an improvement over t he  old standard asphalt ic 
em.ilsion having anionic character is i ics .  Two major advantages have 
been gained '6th production of the cationic asphalt emulsion. These 
are  increased bonding capabilities of the  as7halt globules and l e s s  
r e s t r i c t i v e  conditions f o r  curing o r  "hreaZing" of t h e  emulsion. 

The use of catinnic chemicals f o r  emulsification of asphalc resu l t s  
i n  posi t ive  charged minute globules of asphalt contained i n  asphalt 
emulsion. Since most damp surfaces inherently possess a negative 
charge, t he  normal atzraction of unlike charges w i l l  cause a 
cat ionical ly  emulsified asphalt t o  3e strongly bonded on mst sur- 
faces. The curing out o r  "breakizg" of anionic asphalt e d s i o n  is 
one primarily of evaporation of t he  e d s i o l i  l iqu id  requiring absorp- 
t i v e  surfaces and favorable atmospheric conditions. I n  contrast .  the  
curing out o r  "breaking!' of c a t i o k c  asphalt emulsion is largely.a 
chemical action. This makes it possible t o  use cationic asphalt 
emulsion under severe VI& conditions such as effecting underwater 
s e a l i x  in a canal. 

A chemical company t h a t  has been active i n  t h e  developmenc of 
cationic asphalt emulsions f o r  evaluating as a canal sealant made 
available several  formulations. One phase of a program t o  evaluate 
cu"ionic asphalt emulsion as a canal sealant involved t e s t i ng  i n  a 
hycraulic laboratory flume. This report  describes resu l t s  of t he  
flume t e s t s  and the  laboratory analyses olade of cat ionic  asphalt 
emulsion t reated s o i l  samples removed f r o m  the  t e s t  flume. 



The predetermined volume of cationic asphalt emulsion sealant was 
measured and added t o  the t e s t  f lume  section as shorn i n  Figure 5b. 
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PEP-WION AND OPERATION OF TEIE TESP FLUME 

The study was conducted in  a 12-inch wide by 2Sinch deep by 30-foot 
long recirculating flume available i n  the Hydraulics Laburatory, 
Figures 1 and 4a. The recessed t e s t  section in the flume where the 
s o i l  was placed i s  1 foot wide, 6 feet long, and 1-1/2 feet deep. 
A s  shown i n  Figure 4b, this section of the flume is constructed with 
a glass w a l l  on one side, mz-ring it possible t o  observe the penetra- 
t ion of the sealant material into the so i l  an6 the erosive effects 
on the treated surface by flowing water. 

Before placing the soil ,  a two-leyer reverse f i l t e r  was installsd 
in the bottom of the t e s t  section. Th& so i l  was then placed t o  a 
depth of about 12 inches bringing the top surface level w i b  the 
bottom of the flume. The so i l  used i;l dl tes ts  consisted of a 
processed fine sand. The gradation i s  shown in Table 1 a d  
repreoented graphically i n  Figure 2. The noncohesive so i l  was 
placed i n  the flume t e s t  section dry and without compaction ather 
then that resulting from dropping the material fmmthe shovel and 
from settlement due t o  the L-foot head of water used i n  the flume. 

Effoes were made t o  ohain  accurate seepage rate measuremnts of 
the so i l  prior t o  treat.ment with the cationic asphalt e d s i o n .  
The so i l  was first slowly saturated from the bottom t o  remve 
the naximum amount of a i r .  After water reached the so i l  surface, 
the -flun?e was f i l led  with water t o  an elevation of 1 foot above the 
overflow. A 1,000-ml graduate and a stopwatch were used t o  obtain 
seepage rates fromthe overflow, Figures 1 and 5a. When the time 
t c  f i l l  the 1,000-ml graduate was relatively short, a number of 
readings were taken and averaged. Readings aere obtained over a 
period and an average seepage rate computed. The same method of 
seepage measurement was utilized af ter  treatment with cationic 
asphalt emulsion t o  evaluate the s e a  ing effected. 

Flume Tests 

The hydraulic f l u e  studies included s ix  separate tes ts  utilizing 
different cationic asphalt emulsion sealants under various operating 
conditions as described in  Table 3.  The t e s t  section provided 
6 square feet or ;?/3 square yard of surface area. The w u n t  of 
sealant added was converted t o  an application rate of a specified 
volume per square yard of s o i l  surface. 



The sealant was mixed i n t o  an approximately 1 foot head of water 
mintained over the f ine  sandy s o i l  a t  t he  beginning of each t e s t .  
Seepage measurements were begun as soon as it was observed tha t  
the  cationic asphalt emulsion w a s  penetrating into  the so i l .  The 
depth of penetration of the sealant was readtly observed through 
the glass  w a l l  of t he  t e s t  flume as indicated in Figure 6a. 

The chenical msnufacturing company furnishing the cationic asphalt 
e d s i o n  sealants f o r  the  t e s t s  described the various smples  as 
experimental formulations. The f i r s t  four t e s t s  were made using 
ear ly  formulations assigned Laboratory Nos. B-3117, B-3137, and 
B-3138. The remaining two t e s t s  were made with cationic asphalt 
emulsion, Sernple No. 9-3221, which according t o  the  manufacturer 
was formulated especially f o r  deep penetration. Basically, the  
asphalt cement used i n  the  sealant fo rmla t iom was the sane; only 
the  emulsifying chemicals were changed in an endeavor t o  develop 
the best penetration-type sealant possible. A laboratory analysis 
of a typical  cationic asphalt e d s i o n  sealant i s  shown in Table 2. 

The results o f t h e  hydraulic fluroe t e s t s  a r e  given i n  Table 3 and 
represented graphically i n  Figure 3. It appears t ha t  a high degree 
of sealing can be effected with cationic asphalt e d s i o n ;  however, 
the  sealing was largely a t  the  surface of the  s o i l .  Even though it 
was possible t o  obtain as  much as 9 inches of s o i l  penetration with 
t he  cationic asphalt emulsion, t he  asphalt globules were C ~ c e n t r a t e d  
i n  the  f i r s t  o r  top l/2-inch depth of s o i l .  This was indicated i n  
Test No. 1A (Table 3) where it was determined t h a t  about 40 percent 
of +he sealing effected w a s  l o s t  a f t e r  removing the upper l/2-inch 
thickness of t reated s o i l .  The surface of the  s o i l  was  highly 
s tab i l ized  as a result of the  asphalt impregnation. The t e s t  flume 
was operated a t  an average velocity of 3.6 fee t  per  second over the  
sealant t reated surface without any evidence of erosion resulting. 

In  Test No. 4 4  Table 3, the surface of s o i l  treated with sealant, 
which showed a 93 percent seepage reduction, was punctured by a 
standard s o i l  penetration resistance t e s t e r  using a 1-square-inch 
needle, F i t u e  6b. In all, 10 holes 2-l/2 inches deep were made 
t o  simulate puncturing as a resu l t  of animal t r a f f i c .  It was deter- 
mined tha t  retreatment with sealant applied a t  the  r a t e  of only 
0.1 gallon per  square yard resulted i n  a sat isfactory reseal. 
Figure 7a shows a cross section of t h e  t reated s o i l  where a punctured 
area w a s  resealed by treatment of sealant applied a t  t he  r a t e  of 
0.1 gallon per  square yard. 

Laboratow Tests of Sealant Treated Soi l  

After completion of several  of the flume t e s t s ,  the s o i l  containing 
cationic asphalt e d s i o n  sealant was removed f o r  laboratory 



(1) the top l/4- t b  l/%inch so i l  zone, containing a high concen- 
t ra t ion of asphalt, (2) the zone from l/2- t o  6-&h depth, and 
(3) the bottom zone a t  e depth of abnrt 6 to'yinches. The density 
and the asphalt contentneredetemhed fo r  the different zones of 
sealaat treated soil .  The density of the s o i l  was calculated from 
specific gravity deterrmnatims made of wax coated specimens. The 
asphalt content was determined by the standad reflux extraction 
tes t .  

The results of the laboratory tes t s  are presented i n  Table 4. By 
comparing the asphalt content for the three different zones of 
sealant penetration, it is apparent that, the major portion of the 
asphalt is a t  or near the surface, end therefore th i s  is the area 
where most of the sealing occurs. 

Test specimens were molded from the sealant treated so i l  of high 
asphalt content for  testing in  the laboratory wave action macbine. 
The wave action machine is & compact unit consisting of a watertight 
metal tank about 4 feet square and 3-1/2 feet high, Figure 9a. A 
horizontal shaft extending through the tank a t  its midpoint is 
revolved by an electric motor a t  40 revolutions per minute. Three 
equally spaced stainless steel  rods are attached t o  brackets rigidly 
welded around the shaft for  attaching 3-1/2-inch square t e s t  specinens. 
During testing, the t e s t  specimens are revolved rwithin the watertight 
unit striking normal t o  the water surface maintained a t  20-inch depth, 
Figure 9b. Thus the specimens str ike the weter 40 times every minute. 
A counter attached t o  the central skirt provides an accurate record 
of the number of blom received by each specimen. Testing with the 
wave action machine is a continual process, administering erosion 
action t o  18 specimens through delivery of 57,600 pounding blows 
each 24-hour period. 

The results of wave action testing indicated that the high asphalt 
sealant treated s o i l  had moderate erosion resistance. The appear- 
ance of one t e s t  specimen before and af ter  40,800 blows of wave 
action is shown i n  Figures 10a and b. 



1/4 inch : 100.0 : 100.0 

NO. 4 99.9 99.9 

No. 10 : 99.8 99.8 

No. 40 : 99.0 99.0 

No. 100 : 5.6 5.6 



USED IN SEALANT TESTS 

Laboratory Tes ts  :Test va!ues 

TESTS ON EMULSION 
Fur01 v i s c o s i t y  a t  77' F, Sec 130 
Furol v i s c o s i t y  a t  122- F, Sec 100 
Residue from d i s t i l l a t i o n ,  percent 60 
Sieve t e s t  ( r e t a ined  on No. 20). percent  5 
O i l  D i s t i l l a t e  (percent of t o t a l  volume of  emulsion): 3 
iJH 4 
P a r t i c l e  charge 

1-\ 
: Pos i t ive  

w 

TESTS ON RESIDUE 
Penetrat ion,  77' F, 100 ,q., 5 sec  150 
S o l u b i l i t y  i n  Carbon Techtrachloride,  percent  99 
Duc t i l i t y ,  7 7 O  F, cms 120 



- Table 3 

HYDRAULIC PLUM TESTS 
Cat ionic  Asphalt Emulsion Canal Sealant  

:Lab No. :added, m l :  gsy : inches :treatment : t reatment  : reduct  ion: - 
1 : B-3137 : 505 : : 1 t o  3 : 36.5 : 4.0 : 89.0 :Penetrated an averaee depth of 2 inches 

: 8-3138 : 505 : 0.35 : :forminr a  su r f ace  c r u s t  of about 1/4-inch 
: th ick .  Resul t s  not t o  r e l i a b l e  a s  a spha l t  
:did not s e a l  completely nea ins t  s i d e s  o f  
:flume. -- 

1 A  : B-3137 : 250 : :See remarks: 36.5 : 6.5 : 98.2 :Continuation of test  No. 1 with add i t i ona l  
: B-3138 : 250 : 0.15 : : 4.4* : 98.8 :asphal t  emulsion added. Tes t s  made with 

: 14.8** : 59.5 :flowinp water r e su l t ed  in  no eros ion  of  t h e  

-- : sur face  with 3.6 f o d ~  pe r  second ve loc i tv .  - - - -- - .- - - - . --- 
2 : 8-3137 : 350 : 0.13 : 1/2 t o  2 : 36.1 : 0.8 : 97.8 :Penetrated an averave depth of  1 inch with 

: t h i s  small amount of a spha l t  emulsion, About 
:1/4-inch th i ck  c r u s t  was formed which r e -  
:srrlted in a  eood s e a l .  

8 .  

3  : B-3117 : 1,140 : 0.50 : 3 t o  5 : 30.2 : 4.1 : 84.7 : P e n e t r ~ t e d  an averaee depth of  4 inches 
: 0-3137 : 140 : : fominp  a su r f ace  cn!st  of  114-inch th i ck .  

4 : 8-3221 : 1,400 : 0.50 : 6 t o  8 : 28.2 : 2.0 : 93.2 :This asphal t  emulsion was formulated f o r  deep 
:penet ra t ion .  Penetrated an averaee denth of  
:7 inches, formin? a touph sur face  c r u s t  of 
:1/2-inch th i ck .  

4A : 8-3221 : 250 : 0.10 : See re-  : 23.0 : 0.5 : 97.9 :The su r f ace  s e a l  r e s u l t i n g  from No. 4 t e s t  was 
: marks :punctured hy a s tandard s o i l  penet ra t ion  re-  

: s i s t a n c e  t e s t e r  us inc  1 square inch needle. 
:Ten holes  o f  2-112 inches depth were made t o  
:s imulate puncture h v  t h e  f e e t  of animals. The 
:small amount of a spha l t  emulsion was added t o  
:deternine r e sea l ing  requirements. 

'With water c i r c u l a t i n g  a t  v e l o c i t y  of 3.6 f e e t  pe r  second. 
I **After 1/2-inch a spha l t  c r u s t  a t  su r f ace  was removed. 
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(a) Determining seepage rate by measuring the flow in 
a graduated cylinder during a timed interval 

(b) Adding cationic asphalt emulsion sealant to water 
ponded in flume test  section 

Lower Cost Canal Lining Program 

PHOTOGRAPHS OF TEST FLUME 

Hydraulic Model Test  



(a) Penetration of cationic asphalt emulsion into sand 

(b) Puncturing surfa.ce seal by use of a soil penetra- 
tion resistance tes ter  with a 1 square inch needle 

Lower Cost Canal Lining Program 

CATIONIC ASPHALT EMULSION IN FIAUME 

Hydraulic Model Test 



(a) Cross  section of asphalt emulsion penetrated soil sample removed from 
flume. Note dark a r e a  near  center where hole was made and resealed 
with an additional sealant application of 0 .1  gallon per square yard 

(b) One-half-inch thick concentrated asphalt impregnated 
surface soil removed f rom tes t  section of flume 

Lower Cost Canal Lining Program 

SOIL SAMPLES TAKEN FROM FLUME 

Hydraulic Model Test  



Figure 8 

(a) View showing 4-inch depth of soil penetrated 
by cationic asphalt emulsion sealant 

(b) Pans  of the mixed sealant-treated soil where 
small  cylindrical specimens were removed for 
obtaining representative samples for  laboratory 
testing 

Lower Cost Canal Lining Program 

SOIL SURFACE AFTER TREATMENT 
WITH EMTJLSION 

Hydraulic Model Test  



Figure 9 

(a) General view of wave action machine 

(b) Interior of wave action machine showing turbulent 
water action 

Lower Cost Canal Lining Program 

WAVE ACTION MACHINE 

Hydraulic Model Test  



(a) Test  specimen molded from asphalt 
emulsion impregnated sand obtained 
at  surface of test  flume 

(b) Appearance of test  specimen after being 
subjected to  40,800 blows of wave action 

Lower Cost Canal Lining Program 

WAVE TEST SPECIMEN 

Hydraulic Model Test 


